Midwest
Environmental
Consulting Services, Inc.

ASBESTOS SAMPLING REPORT

Performed For:

PIONEER ASPHALT CORPORATION

c/o MANEWITZ & STUDHOLME LLC
134 Nassau Street, 2" Floor
P.O. Box 119
Princeton, NJ 08542

Project Location:

FORMER PIONEER ASPHALT

CORPORATION FACILITY
802 Ash Street
Lawrenceville, IL 62439

Inspection Date: September 27, 2010
Report Date: October 6, 2010

MEC PROJECT #: 10-09-628-INSP

4 Bonnie Lane - Yorkville, Illinois 60560 - Phone: 630-553.3989 - FAX: 630-553-.3990
WWW.Imec-us.com



FORMER PIONEER ASPHALT

CORPORATION FACILITY
802 Ash Street
Lawrenceville, IL 62439

Table of Contents
MEC Project #: 10-09-628-INSP

Sampling Letter Section One
Photographs of Homogeneous Sampling Areas Section Two
General Site Photographs Section Three
Site Plan of Homogeneous Sampling Areas Section Four
Final Analytical Report Section Five
Certifications Section Six

Midwest Environmental Consulting Services, Inc.
4 Bonnie Lane
Yorkville, IL 60560
(630) 553-3989 Fax (630) 5563-3990



Midwest
Environmental
Consulting Services, Inc.

October 6, 2010

Pioneer Asphalt Corporation
c/o Manewitz & Studholme LLC
134 Nassau Street — 2™ Floor
P.O. Box 119

Princeton, NJ 08542

Attention: Mark Manewitz, Attorney

Subject: Former Pioneer Asphalt Corporation Facility
ACM Bulk Sampling Results
MEC #: 10-09-628-INSP

Dear Mr. Manewitz;

On September 27, 2010, Dan Medler (IDPH Licensed Asbestos Inspector #100-10019)
from Midwest Environmental Consulting Services, Inc. collected a total of thirty-three (33)
suspect asbestos-containing bulk samples from the Former Pioneer Asphalt Corporation
Facility site located at 802 Ash Street in Lawrenceville, lllinois. The purpose of the
sampling was to provide a “snap shot” of the overall potential existence of asbestos-
containing materials (ACM) and the extent of the asbestos contamination in the debris
piles throughout the facility site. The sampling was not intended to provide a
comprehensive asbestos inspection of the entire facility site. Additional suspect
asbestos-containing materials were visually identified within the remaining buildings on-
site; however, these materials were not sampled at this time. A comprehensive NESHAP
asbestos inspection of each of these buildings should be conducted prior to any
demolition and/or renovation activities.

The table below displays a summary of the sampled materials and the analytical results:

Homogeneous S
Sample Area Material Description Sample Location Asbesto(syf:,;))ntammg
Designation

MTA Transite Paneling Throughout Yes
White Insulation on Along Fence Line at Far
WINAS Paper Debris South End of Site No
MMB Silver Pa'ln_t on Metal Building #30 Yes
Siding
MMC Fireboard Befjmd Brick Tank #4 Yes
Covering

4 Bonnie Lane - Yorkville, lllinois 60560 - Phane: 630.-553.3989 - FAX: 630.-553.-3990
WWW.IMBC-US. com




Homogeneous e
Sample Area Material Description Sample Location Asbesto(s??h::;ntalmng
Designation

MMD White Insulation Debris Near Old Incinerator Yes
TTA White Mag Insulation | g, i14ing #30 Conveyor Yes
Debris
T8 i Tank #20 Yes
Transite Paneling
TTC Tank Pad Insulation Tank #9 Yes
TJA Thermal Joint Insulation Valve on Propane Tank No
Thermal Pipe Under Metal Jacketing on
TPA Insulation Storage Shed Yes
MRA Silver Roof Membrane Fire Water Pump House Yes

STAT Analysis Corporation located at 2242 West Harrison, Suite 200, in Chicago, lllinois,
60612, analyzed the samples and reported the results to Midwest Environmental
Consulting Services, Inc. The samples were analyzed using Polarized Light Microscopy
(Method: EPA-600/M4-82-020). Please keep the analytical laboratory results attached to
this letter for future reference. A photograph and site drawing of each homogeneous
sampling area has also been attached for your reference.

If you have any questions or concerns regarding this manner, please feel free to contact
me at (630) 553-3989. Thank you for providing us with an opportunity to service your
environmental needs.

Respectfully submitted,

TS Myl

Dan Medler

Operations Manager
lllinois Department of Public Health Licensed Asbestos Building Inspector #100-10019




FORMER PIONEER ASPHALT CORPORATION FACILITY
802 Ash Street
Lawrenceville, IL 62439

Homogeneous Area: MTA
Material Description: Transite Paneling
Location: Throughout
ACM Y/N: Yes
Comments:

Homogeneous Area: MMA
Material Description: White Insulation On Paper
Debris
Location: Along Fence Line At Far South
End Of Site
ACM Y/N: No
Comments:

Midwest Environmental Consulting Services, Inc.
MEC Project #10-09-628-INSP



FORMER PIONEER ASPHALT CORPORATION FACILITY
802 Ash Street
Lawrenceville, IL 62439

Homogeneous Area: MMB
Material Description: Silver Paint On Metal Siding |
Location: Building #30
ACM Y/N: Yes
Comments:

Homogeneous Area: MMC
Material Description: Fireboard Behind Brick
Covering
Location: Tank #4
ACM Y/N: Yes
Comments:

Midwest Environmental Consulting Services, Inc.
MEC Project #10-09-628-INSP



FORMER PIONEER ASPHALT CORPORATION FACILITY
802 Ash Street
Lawrenceville, IL 62439

Homogeneous Area: MMD
Material Description: White Insulation Debris
Location: Near Old Incinerator
ACM Y/N: Yes
Comments:

Homogeneous Area: TTA
Material Description: White Mag Insulation Debris
Location: Building #30 Conveyor
ACM Y/N: Yes
Comments:

Midwest Environmental Consulting Services, Inc.
MEC Project #10-09-628-INSP



FORMER PIONEER ASPHALT CORPORATION FACILITY
802 Ash Street
Lawrenceville, IL 62439

Homogeneous Area: TTB
Material Description: Insulation Behind Transite
Paneling
Location: Tank #20
ACM Y/N: Yes
Comments:

Homogeneous Area: TTC
Material Description: Tank Pad Insulation
Location: Tank #9
ACM Y/N: Yes
Comments:

Midwest Environmental Consulting Services, Inc.
MEC Project #10-09-628-INSP



FORMER PIONEER ASPHALT CORPORATION FACILITY
802 Ash Street
Lawrenceville, IL 62439

Homogeneous Area: TJA
Material Description: Thermal Joint Insulation
Location: Valve On Propane Tank
ACM Y/N: No
Comments:

Homogeneous Area: TPA
Material Description: Thermal Pipe Insulation
Location: Under Metal Jacketing On
Storage Shed
ACM Y/N: Yes
Comments:

Midwest Environmental Consulting Services, Inc.
MEC Project #10-09-628-INSP



FORMER PIONEER ASPHALT CORPORATION FACILITY
802 Ash Street
Lawrenceville, IL 62439

Homogeneous Area: MRA
Material Description: Silver Roof Membrane
Location: Fire Water Pump House
ACM Y/N: Yes
Comments:

Midwest Environmental Consulting Services, Inc.
MEC Project #10-09-628-INSP



FORMER PIONEER ASPHALT CORPORATION FACILITY
802 Ash Street
Lawrenceville, IL 62439
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Comments: South Looking North on Subject Property.
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Comments: South Looking North on Subject Property.

Midwest Environmental Consulting Services, Inc.
MEC Project #10-09-628-INSP



FORMER PIONEER ASPHALT CORPORATION FACILITY
802 Ash Street
Lawrenceville, IL 62439

Coments: South Looking North on Subject roperty.

Midwest Environmental Consulting Services, Inc.
MEC Project #10-09-628-INSP
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OCT-06-2010 11:42 STAT ANALYSIS 3127332386 P.001

CSAV-NE Analysis Corporation [L X
2242 West Harvison St,, Suite 200, Chicago, IL 60612-3766 mv &@

Tel: (312) 733-0551 Fax: (312) 733-2386 STATinfo@STATAnalysix.com
NVLAP Lab Code 10(202-0

ASBESTOS ANALYSIS BY POLARIZED LIGHT MICROSCOPY
Mcthod: EPA-600/M4-82-020

Midwest Environmental Consulting Serv., Inc.
4 Bonnie Lane
Yorkville, IL 60560
Phonc: (630) 553-3989
Fax: (630) 553-3990

Reference: 10-09-628 Datc Received: 09/29/2010
Location: Pioneer Asphalt Corporation Lawrenceville, IL Date Analyzed: 10/06/2010
Batch No.: 292250 Date Reported: 10/06/2010
Customer No.: 244 Turn Around Time: 5 Days
Laboratory " Customer Sample AsbcstoswCo-r-x-lponents Non-Ashestos Components
. Sample hlumoer (%) !
292250001 MTA-1 Chrysotile 20-25% Binder 75-80%
292250002 MTA-2 NA
292250003 MTA-3 NA
292250004 MMA-1 ND Binder 99-100%
292250005 MMA-2 ND Binder 99-100%
292250006 MMA-3 ND Binder 99-100%
292250007 MMB-1 Chrysotile 5-10% Binder 90-95%
292250008 MMB-2 NA
292250009 MMB-3 NA
292250010 MMC-1 Chrysotile 5-10% Binder 90-95%
292250011 MMC-2 NA
292250012 MMC-3 NA
292250013 MMD-1 Amosite 5-10% Binder 85-90%
Croc 1-5%
292250014 MMD-2 NA
292250015 MMD-3 NA
292250016 TTA-1 Chrysotile 5-10% Binder 90-95%
292250017 TTA-2 NA
ND ~ Axbentos Not Deteotod (Not Presenl) — NA = Not Analyzed NS = Not Submitted

Components of inhomogeneous sampley urc analyzed per our Standard Operating Procedure, ur PCT CUStOINET FEGUESL,
The use of the NVLAP logo doos not imply endorsement by NVLAP or any agency of the US Government.

The Information contained in thig report 6nd any aftachments is confidential infarmation Intended only for the use of the individual or sntitlss named gbove. Tho
rosulls o this repart relafe only (o lhe sampios loslod. if you have racsived thix report | please notily us immadiately by phone. Thig repont shall nol be

roproduced. excepl in Itg entirety, unless written spproval has been oblalnad from the | Wb
Analyzed by N a@f‘i

Page 1 of 3 yRobateau icroscopist Date:  10/06/2010




OCT-06-2010 11:42 STAT ANALYSIS 3127332386 P.002

SAPYM Analysis Corporation ﬂ' y
2242 West Harrison St., Suite 200, Chicago, IL 60612-3766 mv @@
Tel: (312) 733-0551 Fax: (312) 733-2386 STATinfo@STATAnalysis.com
NVLAL Lab Codo 101202.0

ASBESTOS ANALYSIS BY POLARIZED LIGHT MICROSCOPY
Method: EPA-600/M4-82-020

Midwest Environmental Consulting Serv., Inc.
4 Bonnic Lane
Yorkville, IL 60560
Phone: (630) 553-3989
Fax:  (630) 553-3990

Reference: 10-09-628 Date Received: 09/29/2010
Location: Pioneer Asphalt Corporation Lawrenceville, IL Date Analyzed: 10/06/2010
Batch No.: 292250 Date Reported: 10/06/2010
Customer No.: 244 Tum Around Time: 5 Days
Laboratory Customer Sample ‘Asbestos Components Non-Asbestos Corhponcnts
Sample Number (%) (%)
292250018 TTA-3 NA
292250019 TTB-1 Amosite 5-10% Binder 90-95%
292250020 TTB-2 NA
292250021 TTB-3 NA
292250022 TTC-1 Chrysotile 1-5% Binder 85-90%
Amosite 5-10%
292250023 TTC-2 NA
292250024 TTC-3 NA
292250025 TIA-1 ND Bindcr 80-85%
Glass 15-20%
292250026 TIA-2 ND Binder 80-85%
Glass 15-20%
292250027 TIA-3 ND Binder 80-85%
Glass 15-20%
292250028 TPA-1 Amosite 5-10% Binder 90-95%
292250029 TPA-2 NA
292250030 TPA-3 NA
292250031 MRA-1 Chrysotile 5-10% Binder 90-95%
292250032 MRA-2 NA
ND = Asbestos Not Detccted {(Not Preseat) NA = Not Analyzod NS = Not Submitied

Componenty of inhamogencous saxples ure unulyzed per our Standard Operating Procedure, or per customer request.
The use of the NVILAP logo does aut imply endorscment by NVLAP or any ugency of the LIS Goveninent.

The information conteined in ihis ropart and any eltechments Is confidential information imendsd only for the use of the individual or anlities nemed above, The
resulls of this report relalo only to the samples tested. If you havo rachived this report (i 9689 nollfy us Immadiately by phone. This roport shali not bo
reproduced, excopt in its entirety, uniess wrilten approvel has béen ofained from the boratory,

Analyzed by Nanfe ; -
Page 2 of 3 E ?y RobateauX Microscopist Date: 10/06/2010




OCT-06-2010 11:42 STAT ANALYSIS 3127332386 P.003

SAPAAN Analysis Corporation [L e
2242 West Harrison St., Suite 200, Chicago, IL 60612-3766 D\\I‘Iv &@

Tel: (312) 733-0551 Fax: (312) 733-2386 STATinfo@STATAnalysis.com
NVLAP Lab Code 101202-0

ASBESTOS ANALYSIS BY POLARIZED LIGHT MICROSCOPY
Method: EPA-600/M4-82-020

Midwest Environmental Consulting Serv., Inc.
4 Bonnic Lanc
Yorkville, IL 60560
Phone: (630) 553-3989
Fax: (630) 553-3990

Reference: 10-09-628 Date Received: 09/29/2010

Location: Pionecr Asphalt Corporation Lawrenceville, IL Date Analyzed: 10/06/2010

Batch No.: 292250 Date Reported: 10/06/2010

Customer No.. 244 Turn Around Time: 5 Days
Labbratory ~ Customer Sample Asbestos Componen{s Non-Asbcstos Components

Sample Number (%) (%)
292250033 MRA-3 NA '
ND = Asbestos Not Detected (Not Present) NA = Not Annlyzed NS = Not Submitted

Compouncnts of inhomogencousa samples are anulyzed per our Standard Operating Pioceduro, or pey cuslomes request.
The use of the NVLAP loga docs not imply eddorsement by NVLAP or any agency of the US Government,

Tha Informslion conlained in this report end eny attechments is confidontial information Intended only for the use of In¢ individual or entitias nemey sbove, Tho
results of Ihis ropart relate only fo the semples tesied. If you have reeived this report In errar, plegse nollty us immodiataly by phone. This report shail not bo
reproduced, oxcopt in its entirety, unless written approval has boon’;alainsd from the laboralary.

Analyzed by Nam@?q =
A :
Page 3 of 3 Henry Robateau / Microspopist Date:  10/06/2010
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,:;.“ * ilinois Depastment >f ASBESTOS
- PUBLIC  PROFESSIONAL
-HEALTH LICENSE

ID NUMBER ISSUED EXPIRES
100 - 10019 4/26/2010 05/15/2011

DAN L MEDLER

1306 D DUPONT-AVENUE

MORRIS, IL 60450
Ermaronmental Heaith

ENDORSEMENTS TC EXPIRES
INSPECTOR 2/19/2011
PROJECT MANAGER 12/8/2010
AIR SAMPLING PROFESSIONAL

Alteration of this license shall result In legal action
This license issued under authority of the State of lllinis
Department of Public Health
This license is valid only when accompanied by a valid
training course certificate.
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